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POLYCARBONATE CLEAR 

 

 

 

 
  

 

 

This graph is also valid for the POLYCARBONATE CLEAR UV version. 

These are typical light transmissions. 

Product specification allows for a tolerance of these values. 

 

Light transmission measured to EN 16240. 
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